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OVERALL RATING
PASS
FAIL
DATA X
TESTING FOR
TOTAL HEAVY METAL —AS CLIENT’S REQUIREMENT
Sample Description: | ALWAYS PAN
Manufacturer: QUR PLACE P.0. No.: |/
Buyer: FROM OUR PLACE Style: |/
Country of Origin: CHINA Country of Destination: | USA
Color: SPICE SKU Number: |/
Re-test: Yes:| | No:|[X] Charge Vendor: | Yes: [ X |  No:| |
Previous Report No.: |/




(8520)337-0060

Page 3 of 4
EXECUTIVE SUMMARY:
1. The total heavy metal content of submitted sample(s) are recorded as below. (DATA)
Total Heavy Metal —As client’s requirement
Sampie Color Location Style
Identity
A. Transparent, SPICE coatings Long Handle & knob on lid All
B. Spice coating Exterior coating of body & lid All
o Grey coating Interior coating on inner body All
Result (mg/kg)
Analyte Sample ID
A B. C.
Lithium (Li) ND ND ND
Cadmium (Cd) ND ND ND
Cobalt (Co) ND ND ND
Mercury (Hg) ND ND ND
Lead (Pb) ND ND ND

mg/kg = milligrams per kilogram (ppm=parts per LT =Lless Than
million)

ND = Not Detected
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VERITAS

NOTE: If there are questions or concerns regarding above report, please contact the appropriate
lab persons.

BUREAU VERITAS SHENZHEN CO., LTD
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BRIAN TAM
MANAGER — HARDLINES DIVISION

END OF REPORT
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